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QOil crisis 1974 — a long-term study was born VDPM

Verband fiir Dammsysteme,
Putz und Mértel e V.

=  Shortage of supply, increasing oil price

= Reduction of energy consumption,
support of energy efficiency

" |ncreasing thermal building renovation
(insulation)

= 1976: compatibility of EPS and plaster
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= Buildings of different sizes and uses
= Average age: 3 —4 years

= Long-term observations not yet
planned
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Methodology and assessment criteria

= Visual inspection of the facade

= Microbial growth (algae): no damage, but visual impairment

Class 1 — Practically without
defects

v" no defects visible
v" small hairline cracks
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Class 2 — Minor defects

N

v’ isolated cracks (window

corners, along panel joints)

v hardly visible
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VDPM
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Class 3 — Major defects

v" numerous/longer cracks
v’ blistering/plaster peeling
v’ clearly visible
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Latest assessment 2022 VDPM

Verband fiir Dammsysteme,
Putz und Mértel e.V.

Uber- Uber- Uber- Uber- Uber- Uber- Uber- Alter des
prifung  prifung  prifung  prifung prifung prifung prifung NovS
1975/76 1983 1989 1995 2004 2014 2022 in Jahren
Objekt (Projekt Nr.) |
= Miinchen (16) D O @ ' O] 36
E Minchen (18) @ O Gebiude abgerissen
A . ~ o
Nirnberg (96) 20, (AD O, @ @ 40
Ntrnberg (95) @ @D A @ @ 43
” Nirnberg (51) @ O—4 0 {ad @® 182 53
& Neumarkt (56) @ @ Z=® O—E—0——F—0 52
% Neumarkt (54) ©; ® {al @ oO—2 @ 0] 50
ot
g Geislingen (34) ® A @ A—0® 0 NG 52
_g Geislingen (33) @ (A—® @ @lal @ a0 52
- Geislingen (32) @ A @ OmFi @® ® 52
Geislingen (31) 2 {a—® @ Dz D @ 52
Geislingen (30) @ (A-® @ Dz ® D 52
v

I I I I I T I I I || 1 1 1
1970 1975 1980 1985 1990 1995 2000 2005 2010 2015 2020 2025 2030

7th European ETICS Forum - Milan 12th November 2025



m
VDPM

Verband fiir Dammsysteme,
Putz und Mértel e.V.
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The maintenance costs due to real defects are very low for the assessed ETIC

systems, and the durability of the systems can also be considered as very good . §
A service life of 50 years and possibly more can be expected provided the right
material combination is used and the system is properly maintained.
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Summary/Conclusion VDPM

Putz u

= Lack of knowledge and experience lead to defects

= Early detected defects can be repaired with little effort

= Maintenance work and doubling contibute to defect prevention
= Discoloration, graying and anchor marks

= Very low maintenance costs and a good durability

Required:

1) System loyalty = performance guaranty (quality, safety, durability etc.)
2) Expert processing

3) Regular maintenance and servicing
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Impacts

1

Bundesinstitut
fiir Bau-, Stadt- und
Raumforschung

im Bundesamt fiir Bauwesen
und Raumordnung

w
2017

Schaumglasplatten

Damms €. vakuumdam

armedammverbundsystem: Mineralwolledammplatten,
< Polystyroldammplatten, Polyurethandammplatten, Holzfaserdammplatten,
leleichtbauplatten, Korkplatten

Warmedammvert
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Service life of building materials and components for life cycle analysis

2025

Stand: 22.09.2025

Jahre

Warmedamm-Verbundsystem (nach allgemeiner bauaufsichtlicher Zulassung/aligemeiner
Bauartgenehmigung): Mineralwolledammplatten, Polystyroldammplatten, Polyurethandammplatten,

20

Holzfaserdammplatten, Holzwolle-Leichtbauplatten, Korkplatten

12th November 2025



Verband fiir Damm:
Putz und Mortel e

systeme,
V.

Thank you for your audience!

Dr. Sebastian Dantz
Verband fiir Dammsysteme, Putz und Mortel e.V.

VD PM Reinhardtstralle 14

Verband fiir Ddmmsysteme, 10117 Berli n
Putz und Mértel e.V. www.vd pm.i nfo
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